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(57) ABSTRACT

A coating composition and a method for coating metallic
substrates, such as aircraft components exposed to elevated
temperatures and/or oxidative conditions. The coating com-
position includes an aqueous mixture having about 2 vol % to
about 50 vol % organosilane, about 0.3 to about 25 vol %
metal alkoxide, and about 0.1 to about 30 vol % organic
complexing agent. The coating composition may be depos-
ited on a metallic substrate and cured to form a sol-gel coating
on the surface of the substrate that is adherent to the substrate,
and oxidation and discoloration resistant.

16 Claims, 1 Drawing Sheet
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1
SOL-GEL COATING METHOD AND
COMPOSITION

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application claims priority from and the benefit of
U.S. Nonprovisional application Ser. No. 11/558,016,
entitled SOL-GEL COATING METHOD AND COMPOSI-
TION, filed Nov. 9, 2006.

FIELD OF THE INVENTION

The present invention is directed to sol-gel coating com-
positions and methods for making and using oxidation resis-
tant sol-gel coatings.

BACKGROUND OF THE INVENTION

Some metallic components of aircraft bodies exposed to
higher temperature undesirably oxidize and become discol-
ored. For example, aircraft utilizing titanium tailcones han-
dling exhausts from auxiliary power units, are exposed to
temperatures sufficient to oxidize the surface and turn itto a
color typically ranging from a yellow straw or deep gold to
blue or purple. This discoloration is not aesthetically pleasing
and conventional paints lack the ability to withstand the tem-
peratures experienced by the tailcone. In addition, manual
handling of such components, such as manipulations or con-
tact by service technicians or aircraft personnel and/or han-
dling during manufacturing, frequently result in undesirable
staining and/or discoloration, due to fingerprints or other
surface contaminants.

Some known coating processes provide some corrosion
protection; however, these processes typically use strong
acids or strong bases and toxic materials (especially heavy
metals such as chromates), these surface treatment processes
are disadvantageous from an environmental viewpoint. For
example, these processes require significant amounts of water
to rinse excess process solutions from the treated parts. The
rinse water and spent process solutions must be treated to
remove dissolved metals prior to their discharge or reuse.
Removing the metals generates additional hazardous wastes
that are challenging to cleanup and dispose. Controlling
exposure of workers to the hazardous process solutions dur-
ing either tank or manual application requires special control
and exposure monitoring equipment that increases the pro-
cess cost. These measures greatly increase the cost of using
these types of chemical processes.

One method utilized to provide oxidation resistance
includes application of paint. Paints are commonly used to
protectasurface and to provide color, gloss, reflectivity, or the
like on a substrate. Paints generally disperse metal or ceramic
pigments and a binder in a water or organic vehicle to form a
film when dried on a surface. Typically, the binder is an
organic resin. Therefore, paints are generally useable only at
relatively low temperatures. They can be difficult to apply
uniformly. They are relatively heavy and are expensive to
repair. In addition, harsh environments, such as high tempera-
tures, degrade typical organic resins.

What is needed is a coating and method of coating that
provides protection against oxidation that renders metallic
surfaces resistant to discoloration when exposed to high tem-
peratures, such as the temperatures present in the exhaust of
the auxiliary power unit of an aircraft, is less hazardous to the
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environment and is easily applied, requiring little excess heat-
ing and/or expensive processing equipment and/or tech-
niques.

SUMMARY OF THE INVENTION

The present invention is a surface treatment or coating for
metal surfaces, especially aluminum or titanium alloys, using
a sol-gel film to protect the surface against oxidation and
discoloration due to high temperature exposure and/or
manual handling.

An aspect of the present invention includes a coating com-
position and a method for coating metallic substrates, such as
aircraft components exposed to temperature up to about 700°
F. The coating composition includes an aqueous mixture hav-
ing about 2 vol % to about 50 vol % organosilane, about 0.3 to
about 25 vol % metal alkoxide, and about 0.1 to about 30 vol
% organic complexing agent. The coating composition may
be deposited on a metallic substrate and cured to form a
sol-gel coating on the surface of the substrate that is adherent
to the substrate, and oxidation and discoloration resistant.

Another aspect of the present invention includes a metallic
aircraft component, such as a tailcone, having an adherent
sol-gel coating disposed on a surface thereof. The sol-gel
coating is formed by curing an aqueous mixture of about 2 vol
% to about 50 vol % organosilane, about 0.3 vol % to about 25
vol % metal alkoxide; and about 0.1 vol % to about 30 vol %
complexing agent, the composition having a total volume
percent of components of the aqueous composition less than
about 50 vol %. In addition, the sol-gel coated aircraft com-
ponent is resistant to oxidation and discoloration.

An advantage of an embodiment of the present invention is
that the surface treatment provides excellent protection
against oxidation and discoloration, while retaining the
metallic appearance of the underlying substrate.

Another advantage of an embodiment of the present inven-
tion is that the sol-gel coating applied is thin and does not add
substantial weight or airflow obstruction to treated aircraft
components. In addition, in one embodiment of the invention,
the glass-like surface of the sol-gel coating may reduce air-
flow obstruction with respect to a bare, metallic surface.

Still another advantage of an embodiment of the present
invention is that the method does not utilize toxic and/or
hazardous material, permitting easier handling and decreased
impact to the environment.

Still another advantage of an embodiment of the present
invention is that the method may be cured at room tempera-
ture or low temperatures, allowing the use of portable equip-
ment and reduced labor and energy costs.

Other features and advantages of the present invention will
be apparent from the following more detailed description of
the preferred embodiment, taken in conjunction with the
accompanying drawings which illustrate, by way of example,
the principles of the invention.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 shows a graphical illustration showing hours at
elevated temperature versus discoloration in AE.

DETAILED DESCRIPTION OF THE INVENTION

Sol coating of metals achieves oxidation resistance and
resistance to staining from high temperatures, fingerprints or
other contaminants, while minimizing environmental
impacts otherwise caused by the traditional use of diluted
hazardous metals containing coating compositions. A pre-
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ferred sol for making the sol coating (also called a sol-gel
film) on a metal substrate includes a zirconium alkoxide
compound (such as tetra-n-propoxyzirconium) to bond
covalently to the metal substrate through the Zr of the alkox-
ide compound and an organosilane (such as 3-glycidoxypro-
pyltrimethoxysilane) to form the balance of the coating.

The term “sol-gel” as used herein refers to a solid coating
that is a mixture of metal oxides and silane coupling agents or
to the aqueous solution of the reactive metal alkoxide precur-
sors from which the coating develops via the sol-gel process.
The sol-gel process is a series of reactions where, first, a
soluble metal species (typically a metal alkoxide or metal
salt) hydrolyzes to form metal hydroxide species which then,
through condensation reactions, form solid particles and/or
gel networks. The soluble metal species usually contains
organic ligands tailored to correspond with the resin in the
bonded structure. The metal hydroxides condense (i.e., pep-
tize) in solution to form a hybrid organic/inorganic polymer.
Depending on reaction conditions, the metal polymers may
condense to colloidal particles or they may grow to form a
network gel. The ratio of organic to inorganic components in
the polymer matrix is controlled to maximize performance
for a particular application.

The present invention includes a composition for forming
the sol-gel film on the surface. The sol-gel mixture is prefer-
ably an aqueous mixture having about 2 vol % to about 50 vol
% organosilane, about 0.3 to about 25 vol % metal alkoxide,
and about 0.1 to about 30 vol % organic complexing agent. In
addition, the total volume percent of the components in the
aqueous coating composition is preferably less than about 50
vol. The molar ratio of Zr to Si is preferably about 1:1 to about
1:10, more preferably about 1:3.5. The balance of the aqueous
mixture includes water and may further include a surfactant
and/or other coating additives known in the art. Water present
in the coating composition is preferably deionized water. A
portion of the water may be replaced with other solvents that
provide desirable properties or processing characteristics to
the composition.

Suitable alkoxide compounds for use with the sol-gel coat-
ing composition according to an embodiment of the present
invention includes metallic alkoxide compounds that have an
organo moiety preferably include an aliphatic or alicyclic,
such as a lower n-alkoxy moiety having 2-8 carbon atoms.
Suitable alkoxide compounds include those having the gen-
eral formula Zr(R—O), wherein R is lower aliphatic having 2
to 8 carbon atoms, especially aliphatic (alkyl groups), tetra
n-zirconium, as well as branched aliphatic, alicyclic and aryl
groups. For example, approximately 70% zirconium n-pro-
poxide in propanol (TPOZ) is suitable for the sol-gel coating
formulation in accordance with the present invention. Addi-
tionally other metal alkoxides, such as titanates, and yttrium
alkoxides, may be utilized as the alkoxide component of the
present invention.

Suitable organosilane compounds include, but are not lim-
ited to, 3-glycidoxypropyltrimethoxysilane (GTMS). Other
suitable organosilanes for making the sol-gel coating include,
but are not limited to, tetracthylorthosilicate, 3-aminopropy-
Itriethoxysilane, 3-glycidoxy-propyltriethoxysilane, p-ami-
nophenylsilane, p or m-aminophenylsilane, allyltrimethox-
ysilane, n-(2-aminoethyl)-3-aminopropyltrimethoxysilane,
3-aminopropyltriethoxysilane, 3-aminopropyltrimethoxysi-
lane, 3-glycidoxypropyldiisopropylethoxysilane, (3-glyci-
doxypropyl)methyldiethoxysilane,  3-glycidoxypropyltri-
methoxysilane, 2-(3,4-epoxycyclohexyl)
ethyltriethoxysilane,  3-mercaptopropyltrimethoxysilane,
3-mercaptopropyltriethoxysilane, 3-methacryloxypropylm-
ethyldiethoxysilane, 3-methacryloxypropylmeth-
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yldimethoxysilane, 3-methacryloxypropyltrimethoxysilane,
n-phenylaminopropyltrimethoxysilane, vinylmethyldiethox-
ysilane, vinyltriethoxysilane, vinyltrimethoxysilane and
combinations thereof.

A complexing agent is also preferably added to the sol-gel
mixture. The complexing is preferably an organic acid, such
as acetic acid. Other suitable complexing agents for use with
the sol-gel mixture, include, but are not limited to organic
acids, such as oxalic acid, citric acid, acetylacetonates, gly-
cols, ethoxyethanol, H,NCH,CH,OH (ethanolamine), or
other organic acid complexing agents.

Optionally, the sol-gel coating formulation may comprise
surfactant. Suitable surfactants include ANTAROX®
BL-240 or other surfactant compounds which enhance the
wettability of the sol-gel coating. ANTAROX® is a federally
registered trademark of GAF Corporation, Wayne, N.J. for
surface active chemicals.

Other additives, such as pigments, metallic flakes or other
coating additives may be added to the sol-gel mixture. For
example, the sol-gel may be provided with pigments to pro-
vide desired color, gloss, reflectivity, conductivity, emissivity,
or the like.

One embodiment of the invention includes a sol-gel coat-
ing composition having about 11.21 vol % 3-glycidoxypro-
pyltrimethoxysilane, about 5.61 vol % zirconium n-pro-
poxide (70% in propanol), about 2.52 vol % glacial acetic
acid, about 0.56 vol % BL-240 surfactant and the balance
being about 80.10% deionized water.

The sol-gel film is preferably applied by spraying, brush-
ing, rolling or immersing the metal in or with the sol-gel
mixture without rinsing. After application, the sol-gel coating
is dried at ambient temperature or heated to a temperature
between ambient and 700° F. to complete the sol-gel film
formation.

The substrate coated with the sol-gel of the present inven-
tion preferably includes a metal or alloy selected from the
group consisting of corrosion resistant steel alloys, titanium,
titanium alloys, nickel, nickel alloys, aluminum, aluminum
alloys, copper, brass, and bronze alloys. In particular, the
present invention provides excellent oxidation resistance and
resistance to fingerprints and staining on titanium, titanium
alloys, corrosion resistant steel, aluminum and aluminum
alloys, copper, brass, and bronze alloys. Tailcones and other
aircraft components are particularly susceptible to oxidation
and discoloration due to exposure of the components to mois-
ture and other corrodants present in the air and/or their expo-
sure to temperatures up to about 700° F. In addition, other
components exposed to higher temperature corrodants and
are viewable from the exterior of the aircraft include, but are
not limited to engine cells or casings or portions of the fuse-
lage exposed to temperatures up to about 1200° F. or higher,
including temperatures up to about 1800° F. Furthermore, itis
desirable to provide aircraft components that are easily
viewed from outside the aircraft, including the tailcone, with
a metallic appearance that is substantially free from discol-
oration. The cured sol-gel coating according to an embodi-
ment of the present invention forms a substantially colorless
coating that provides an aesthetically desirable metallic sur-
face. In addition, colorants or opaque pigments may be added
to the coating to provide an oxidation resistant surface coating
having a desired color. While not so limited, due to the tem-
perature and weight considerations for the tailcone of the
aircraft, these components are typically fabricated from light-
weight temperature resistant material, titanium or titanium
alloys. The metal and/or alloy components may be coated
with the sol-gel mixture of the present invention.
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Ideally, covalent bonding occurs between the metal surface
and the alkoxide in the sol-gel mixture to maintain an adher-
ent coating. The strength and durability of the sol coating
depends upon chemical and micro-mechanical interactions at
the surface involving, for example, the metal’s porosity and
microstructure and on the susceptibility of the sol coating to
rehydrate. Mechanical interactions may also play a role
depending on the design (i.e., porosity, microstructure) of the
substrate or the sol coating. Durability of the sol-gel film in
humid conditions may depend on whether the film rehydrates.

Sol-gel coatings according to an embodiment of the
present invention have a cured thickness of about 0.25-25
microns thick, preferably 1-10 microns thick and more pref-
erably 5-10 microns thick. If the film is too thick, the coating
begins to exhibit glassy characteristics. In addition, exces-
sively thick coatings exhibit reduced adherence to the sub-
strate and may be subject to spalling.

Surface preparation may be performed to improve the bond
with the metallic substrate. The coating according to an
embodiment of the present invention preferably is provided to
a clean and chemically active metal surface to bond a sol-gel
film from the sol-gel by spraying, brushing, rolling or
immersing. Cleaning may be provided to the surface to
improve adhesion. Bonding may be blocked by contaminat-
ing films or soils or bonding may occur between the sol-gel
and the contaminants rather than between the sol-gel and the
surface. Further, desmutting, etching and/or deoxidation may
be provided to chemically activate the surface. Such steps
may be desirable for metallic surfaces having native oxide
layers. These steps may be provided by any suitable method
known for chemically or mechanically activating metallic
surface in preparation for coating.

Reaction conditions (for example, concentration of
reagents and catalyst type) control the relative rates of the
hydrolysis and condensation reactions. Sol-gel solutions can
be prepared which readily form thin films or which condense
to fine colloidal particles. Density, porosity, and microstruc-
ture can be tailored by controlling the chemistry of the sol-gel
coating solution. For example, increasing or decreasing the
concentrations of particular reagents and/or controlling the
conditions of the curing step may achieve control of the
chemistry.

The alkoxide, organosilane and organic complexing agent
are combined into an aqueous mixture. As discussed above,
the present invention preferably includes an aqueous sol-gel
coating composition having about 2 vol % to about 50 vol %
organosilane, about 0.3 to about 25 vol % metal alkoxide, and
about 0.1 to about 30 vol % organic complexing agent. In
addition, the total volume percent of the components in the
aqueous coating composition is preferably less than about
50%. The balance of the aqueous mixture includes water and
may further include a surfactant and/or other coating addi-
tives known in the art. The aqueous sol-gel coating solution is
preferably deposited on the metallic surface by spraying,
immersing, rolling, brushing, or any other suitable applica-
tion method. The aqueous mixture is then cured to form the
sol-gel coating. The curing step preferably takes place by
exposing the mixture to a temperature of about room tem-
perature to about 700° F. for 1 minute to about 24 hours. More
preferably, the curing takes place at about 180° F. for about 1
to about 2 hours. The curing temperature may be selected to
provide the desired densification of the resultant coating.
Higher coating temperatures create a more dense coating,
wherein curing temperatures at and greater than about 700° F.
form a substantially ceramic coating. Lower coating tempera-
tures create a coating that is sufficiently dense to resist oxi-
dation and remains adherent to the substrate surface.
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6
EXAMPLE

Example 1

A sol-gel coating composition was prepared by providing
to a vessel a mixture 11.21 vol % 3-glycidoxypropyltri-
methoxysilane, 5.61 vol % zirconium n-propoxide (70% in
propanol), 2.52 vol % glacial acetic acid, about 0.56 vol %
BL-240 surfactant and a balance of the mixture being 80.10%
deionized water. The components were combined and
blended in the vessel to provide a blended mixture. The mix-
ture was then sprayed onto a titanium surface and the coating
was heated to a temperature of 180° F. for 1.5 hours. The
coating formed was highly adherent to the surface and resis-
tant to both oxidation and discoloration at temperature up to
about 700° F. Color change, measured in AE, was measured
on titanium samples treated according to Example 1 and bare
titanium samples over time at elevated temperatures of 500°
F., 600° F. and 700° F., the results of which are shown in FI1G.
1.

Example 2

Example 2 utilized the sol-gel components in the amounts
utilized for Example 1, wherein 10% by weight of Ni flake or
stainless flake was additionally added to the sol-gel compo-
sition. The mixture was then sprayed onto a titanium surface
and the coating was heated to a temperature of 180° F. for 1.5
hours. The coating formed was highly adherent to the surface
and resistant to both oxidation and discoloration at tempera-
ture up to about 700° F.

Example 3

A sol-gel coating composition was prepared by providing
to a vessel a mixture 11.21 vol % tetraethylorthosilicate, 5.61
vol % zirconium n-propoxide (70% in propanol), 2.52 vol %
glacial acetic acid, about 0.56 vol % BL-240 surfactant and a
balance of the mixture being 80.10% deionized water. The
components were combined and blended in the vessel to
provide a blended mixture. The mixture was then sprayed
onto a titanium surface and the coating was heated to a tem-
perature of 180° F. for 1.5 hours. The coating formed was
highly adherent to the surface and resistant to both oxidation
and discoloration at temperature up to about 700° F.

Example 4

A sol-gel coating composition was prepared by providing
to a vessel a mixture 11.21 vol % 3-aminopropyltrimethox-
ysilane, 5.61 vol % zirconium n-propoxide (70% in pro-
panol), 2.52 vol % glacial acetic acid, about 0.56 vol %
BL-240 surfactant and a balance of the mixture being 80.10%
deionized water. The components were combined and
blended in the vessel to provide a blended mixture. The mix-
ture was then sprayed onto a titanium surface and the coating
was heated to a temperature of 180° F. for 1.5 hours. The
coating formed was highly adherent to the surface and resis-
tant to both oxidation and discoloration at temperature up to
about 700° F.

While the invention has been described with reference to a
preferred embodiment, it will be understood by those skilled
in the art that various changes may be made and equivalents
may be substituted for elements thereof without departing
from the scope of the invention. In addition, many modifica-
tions may be made to adapt a particular situation or material
to the teachings of the invention without departing from the
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essential scope thereof. Therefore, it is intended that the
invention not be limited to the particular embodiment dis-
closed as the best mode contemplated for carrying out this
invention, but that the invention will include all embodiments
falling within the scope of the appended claims.

The invention claimed is:

1. An aqueous sol-gel coating composition for coating a
metallic aircraft component comprising:

an organosilane,

a metal alkoxide; and

an organic complexing agent;

wherein the metal alkoxide is a compound having the gen-

eral formula Zr(R—O),; wherein R is a lower linear or
branched aliphatic, alicyclic or aryl moiety having 2 to 8
carbon atoms;

wherein the complexing agent is selected from the group

consisting of acetic acid, oxalic acid, citric acid, acety-
lacetonates, glycols, ethoxyethanol, ethanolamine, and
combinations thereof;

wherein a ratio of metal alkoxide to organic complexing

agent is about 2:1 by volume percent; wherein the coat-
ing composition is devoid of pigment and the total vol-
ume percent of the components in the aqueous compo-
sition is less than about 50% and the composition
forming an adherent bond to metallic substrates when
cured and providing a cured coating structure resistance
to oxidation and discoloration.

2. The composition of claim 1, wherein the organosilane is
selected from the group consisting of 3-glycidoxyproplytri-
methoxysilane, tetraethylorthosilicate, 3-aminopropyltri-
ethoxysilane, 3-glycidoxy-propyltriethoxysilane, p- or
m-aminophenylsilane, allyltrimethoxysilane, n-(2-aminoet-
hyl)-3-aminopropyltrimethoxysilane, 3-aminopropyltri-
ethoxysilane, 3-aminopropyltrimethoxysilane, 3-glycidox-
ypropyldiisopropylethoxysilane, (3-glycidoxypropyl)
methyldiethoxysilane, 3-glycidoxypropyltrimethoxysilane,
2-(3,4-epoxycyclohexyl)ethyltriethoxysilane, 3-mercapto-
propyltrimethoxysilane, 3-mercaptopropyltriethoxysilane,
3-methacryloxypropylmethyldiethoxysilane, 3-methacry-
loxypropylmethyldimethoxysilane, 3-methacryloxypropylt-
rimethoxysilane,  n-phenylaminopropyltrimethoxysilane,
vinylmethyldiethoxysilane, vinyltriethoxysilane, vinyltri-
methoxysilane and combinations thereof.

3. The composition of claim 1, wherein the organosilane
comprises 3-glycidoxyproplytrimethoxysilane.

4. The composition of claim 1, wherein the alkoxide is
zirconium n-propoxide (70% in propanol).

5. The composition of claim 1, wherein the complexing
agent is acetic acid.
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6. The composition of claim 1, wherein mixture comprises
less than about 50 vol % total organosilane and alkoxide.

7. The composition of claim 1, wherein the composition
further comprises a surfactant.

8. The composition of claim 1, wherein water is present in
an amount more than any other component in the composi-
tion.

9. The composition of claim 8, wherein the water is deion-
ized water.

10. The composition of claim 1, wherein the composition
includes water and at least one additional solvent.

11. The composition of claim 1, wherein molar ratio of Zr
to Si in the coating composition is about 1:1 to about 1:10.

12. The composition of claim 1, wherein molar ratio of Zr
to Si in the coating composition is about 1:3.5.

13. The composition of claim 1, wherein the adherent bond
formed when the composition is cured includes covalent
bonding between the metallic substrate and the metal alkox-
ide.

14. The composition of claim 1, wherein the cured coating
structure is resistant to both oxidation and discoloration at
temperature up to about 700° F.

15. An aqueous sol-gel coating composition for coating a
metallic aircraft component comprising:

3-glycidoxyproplytrimethoxysilane,

zirconium n-propoxide (70% in propanol); and

an organic complexing agent;
wherein a ratio of zirconium n-propoxide to organic complex-
ing agent is about 2:1 by volume percent; wherein the coating
composition is devoid of pigment and the total volume per-
cent of the components in the aqueous composition is less
than about 50% and the composition forming an adherent
bond to metallic substrates when cured and providing a cured
coating structure resistance to oxidation and discoloration.

16. An aqueous sol-gel coating composition for coating a
metallic aircraft component comprising:

about 11.21 vol % 3-glycidoxypropyltrimethoxysilane,

about 5.61 vol % zirconium n-propoxide (70% in pro-

panol),

about 2.52 vol % glacial acetic acid,

about 0.56 vol % BL-240 surfactant and the balance essen-

tially deionized water;

wherein the coating composition is devoid of pigment and

the composition forming an adherent bond to metallic
substrates when cured and providing a cured coating
structure resistance to oxidation and discoloration.

#* #* #* #* #*
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In the claims

Column 7, lines 29-30, Claim 2, delete “3-glycidoxyproplytrimethoxysilane,” and
insert -- 3-glycidoxypropyltrimethoxysilane, --, therefor.

Column 7, line 45, Claim 3, delete “3-glycidoxyproplytrimethoxysilane.” and
insert -- 3-glycidoxypropyltrimethoxysilane. --, therefor.

Column 8, line 26, Claim 15, delete “3-glycidoxyproplytrimethoxysilane,” and
insert -- 3-glycidoxypropyltrimethoxysilane, --, therefor.

Signed and Sealed this
Eleventh Day of October, 2016

Decbatle X Zea

Michelle K. Lee
Director of the United States Patent and Trademark Office



